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0 11/04/22 New design.

- Coating thickness. Local: 70μm. Average: 85μm

J.E.

UNITS (mm.)

NAMEF40513
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- Hot dip galvanized according to ISO 1461 standard
Up to and including 35 mm. ±0.7 mm. Over 35 mm. ±2% 

- Tolerances unless otherwise stated to be:

New design.

- M.B.S.L.: 12.500 daN

OB-16-PS/Ø20

- Manufactured according to IEC 61284 standard

- Icc: Depend of the connexion to the piece

3:4 16709-M11/04/2022I.L.
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0
J.E. BALL EYE 

TOTAL WEIGHT: 0.99 Kg.

Marca del forjador
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DIMENSIONS OF BALL ACCORDING 
    TO IEC-60120 N16 STANDARD

No. QTY. DESCRIPTION MATERIAL CODE STANDARD WEIGHT (Kg.)
1 1 BALL EYE GALVANIZED STEEL 16709 EN-10.083-2 0.99
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