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No. QTY. DESCRIPTION MATERIAL CODE STANDARD WEIGHT (Kg.)

1 1 BALL EYE GALVANIZED STEEL 5497 EN-10.083-2 0.5125

- Coating thickness. Local: 70µm. Average: 85µm

No. DATE MODIFICATION REASON MOD. BY
Th
is
 d
ra
w
in
g
 is
 p
ro
p
e
rt
y
 o
f 
I. 
A
rr
u
ti
 a
n
d
 m

u
st
 n
o
t 
b
e
 c
o
p
ie
d
, 
e
x
h
ib
it
e
d
 o
r 
fu
rn
is
h
e
d
 w
it
h
o
u
t 
th
e
 w
ri
tt
e
n
 c
o
n
se
n
t 
o
f 
I. 
A
rr
u
ti
.

0 01/08/11 Edited in new format. CAD software change. E.V.

UNITS (mm.)
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- Hot dip galvanized according to ISO 1461 standard
Up to and including 35 mm. ±0.7 mm. Over 35 mm. ±2% 

- Tolerances unless otherwise stated to be:
- Manufactured according to IEC 61284 standard - M.B.S.L.: 18.000 daN

- M.D.S.L.: 75% M.B.S.L.
- Icc: Depend of the connexion to the piece

1:1 5497-M 1

E.V.

I.L.

01/08/2011

01/08/2011 OB-150/Ø24
BALL EYE 

TOTAL WEIGHT: 0.5125 Kg.
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DIMENSIONS OF BALL ACORDING TO IEC-120/20 STANDARD
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